APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

Cutting Quality of High-Speed Steel of Yarious
Compositions and of Cemented Carvide Tools, by

Fo R‘”t" n. hlhck, ‘M.JQ mmro

GERMAN, per, Stshl uad Eisen, Vol LVIII, 1935.

- e e o O

Brutcher 2r 528

Sclentific - Min/Metals

/3,047

P —y —— L TP RO W Wy ST Ty S had

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

Growth of Cagt Iron for Pilston Rings at Teuperatures of
up to 1300° P., by P. Bollenrath, K. Bungardt.

- GBRMAN, per, Stehl Und Eisen, Vol LVIII, 1930.

Brutcher Tr Ho 907

Scientific - Min/Metals

15, 873

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

Geoesls and Rlintuatton of Honmatallic
Inclyal
Desfe Electr;c Furnace Etesl, by P. Buch!m]:-.m :*gxi:l

G23MAN, per, Stahl und Eisen, Vel LVITT, 1936.

Brutcher Tr No 733

Sclentiffe - l!in/ﬂttalq *3'59 / é/ 703

e
.,

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

Influence of the Width in the Cold Rolling of
Bheet, by B. Bohr.

—

GERMAN, per, Stahl Und Bisen, Vol LVIIX, 1938.

Brutcher Tr Ho 59

. Betantific - Min/Matals . $2.50

S 785

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

Present and Future Possibllities of X-Ra and Gama-
Ray Testing, by R. Berthold. d *

”nnm“.;é& 8tahl und Bisen, Vol LVIIL,8 1938,

Brutcher Tr No 541

Bcientific - Physics
Min/Metals $2.30

(< 9//

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

Hot Calvanising of Steel Wire, by A.Xeller,

gEmMAE, per, Stahl und Bigen, vol LVIII, 1938.

Brutcher Tr ¥o 1110

Scientific - Min/tetals $3.50

/7,752

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003

CIA-RDP91-00929R000100360031-8

[ enangs, Wilhelm.

SMIELTING OF RASIC-BESSEMER PIG 1RON FROM
LOW GRADE GERMAN ORES (N THE DLAST-
FURNACE WITIL ACID SLAG PRACTICE, 17, by

). E. Holgate. IMar 48} Mp.

* Urder from SLA mi$3 00, phish. 30 60- 182

Trans. ul Stati und {isen {Germany) 1974, v. 58
|nar. 24 . 25- 1 and [no, 3] p. $2-58, ‘

{U'nanntnced)

142,905

60- 182N

1. Cast lroa==-Metallurgy
2. Biast furnacess-

ot lormance
3. Slaga- -Chemical effectd
. Yennings, W.

O'Nce of Tochoicel Borvines

APPROVED FOR RELEASE: Tuesday, July 01, 2003

CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003

Schack, A.
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Linden, K. v. d.
CONSIDERATIONS AND EXPERIENCES IN THE
CONSTRUCTION OF A PUSHER-TYPE FURNACE FOR
ALLOY STEEL [AND] DISCUSSION, tr. by W. Golds-
brough. Rept. no. 263 of the Wirmestelle | FuelSection
of the Verein Deutscher Eiscahlittenleute,
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Strassinct, Theodor.
EXPERIENCES IN THE CONSTRUCTION AND
OPERATION OF MODERN PUSHER- [YPE PURNACES
Rept. no. 265 of the Wiarmestelle [Fuel Section] of the
Vercin Deutscher Eisenhiittenleute. [1961] 18p. 2 refs.
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Ristow, Arno.
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Eisermann, Priedrich.
THE PRODUCTION OF MILD STEELS IN THE AQID
OPEN-HEARTH FURNACE WITH PARTICULAR
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Rept. no. 370 of the Steelworks Committee of the
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GERMAN, per,.Stahl und Eisen, No 60,
1640, pp 890-891.

Broken li1ll Proprietary
Co Ltd CRL/T 213
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Tovestigotions on Ingot Mould Ydfe, by A. Jellinghsus.

gm. per, MJLB".,“' Vol LX, No 20, 19'01 PP
32. .

ASLIB-0B66
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Corrosion Resistance of Zinc Electroplates, by
M. schlotter, 10 pp.

GERMAN, per, Stahl v m'ﬂn’ Vol LX, 191&0,
P T4-T27. SR

LA 57-1043

May 58
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Acm-MﬂiBm 8150015, by H. Jn Bochﬂ, 2 D

8.L.A. Pr 57-163

¥ 597
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Stainless and Acid-Resisting Rickel-Free Staels, by
R. Scherer, 4 pp.

GERMAN, per, Stabl.u.. Bisca, Vol IX, Ko 38, 19
Be'I’l9f“)’ P 8k,

7
BOL.AO Tl‘ ?'169

- T tals
St - laasrala e 47 720
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61-18540

arrer, Rubrt.
I SMELTING OF LN ORES BY OLD AND NEW 1. Title: Blouming nill
METHONS,  Hept. no, 193 of the {Blnst Furnace Com~ 1. Durres, R.
matteef of the Verem Deutschee Eisenhtttenleute. i1, Titde: Verein ...
[10(;1] 7 2l
Order from SEA SLLU 01-18540

Traos, of St und Lisen (Germany) 1940, v, 00,
3oy, o B77-REC

FLSCRIPEORS: *Snelting, Slron, *Ores, Blast fur-

paces, ladustrial production, sCast iron, Fuels, Oxy-
o, Sl [SIRLTIN Gujrirdtiak

(Manilurgy, 1T, v U, noe 12) Oifvee of Tuckabesl Sorviaes

AP :
PROVED FOR RELEASE: Tuesday, July 01,2003  CIA-RDP91-00929R000100360031-8
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01-18562
wiarber, F.ooond Glsen, W,

SCILNGE OF S1.AGS AS A BASIS OF FERROUS .

N . . b .

LTALLURGY. Rept. no. 475 of the [Steelworks i '?ﬁ:m“',f

Comunttee] ard rept, no. 194 of the [Dlast Furnace m' Tille'Ver-cm

Conunittee] of the Verein Deutscher Eiscnhlitrenleute, : *

(1961} {32]. S8 refs.

QOrder (rom SLA $3.00 61-18502

1. Title: Bessemer process

‘Frans. of Stahl und Eisen (Germany) 1940, v. 60,
17 oct, IS99 and 24 Oct, p. 948-955.

DUESCRIPTORS: *Slags, *lron alloys, Melting, Vana-
dig:n *lron conpounds, Oxides, *Ferrites, last fur-
naces, tleat of furmation, Fluorospar, Minerals,
setallarpucal analysis, Chemical equilibrium, Phase
traasitions, Trans{orinations,

(Mutallurgy, TT, v. 6, no, 12)

Oflize ot Tochmical Sarvices

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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nd Additionn in
The Fhysicel Behaviow’ of Ores &
the Blaet Furmece, by Fritz Eartmann,

QERRAN, per, Stabl und Eisen, Yol 1X, 1k Hov 1940,
P 1&1’1@70

g1A 61-18535

Bcl
?,.5 2
Mar 62 /f / /

" yol VII, Ho 2

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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Deep Cementation of Ghrone-!ﬁol,,‘fb:.lengm and cﬂ;h:cng- |
¥anganegse Cese Hardening Steels in Sait Daths, by
H, Siexgerton, 19 pP.

GER¥AY, per, Btahl u JlaChs Vol 1X, No 46, Wov 1940,
pp 1027-1037.

SLA 57-933

5
Sei - Hin/Met \_)/Y; Jf&

Ped 58

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FO :
R RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

61-18530

Cornellus, Heinrich.

THIL PROPR ruis OF ATANGANESE HEAT- [. Corncllus, H.
TREATAME NTEELS CONTAINING OTHER ALLOY
ADUFTIONS. §1961] j16]p. (9 figs. omined) 9 refs.
Order irom SLA $1.060 : 61-185X%

Trans. of Stah} und Lisen (Germany) 1940, v. 60,
28 Nov, P 1075-1083. ~

Pos s v s pepait wibh ot ropriduce well
I)'x’“.('.i(li‘lﬂllﬂ' CENTOR M £ (94 rodtnent, Harduoss,

en e s Hovs, Lutectivs, Muechanical propuriivs.
Sroa L andustry

(Metalnrgy, TT, v. 6, no. 12) Oities of Tachaical Sarvites

APPROVED FO :
R RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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PPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

61-18854

Rir-ar, Richird and Schbtte, Werner.
LEASURES OF WORKS ECONOMICS FOR IN- 1. Risser, R,
CREASING THE CAPACITY OF THE IRON AND Il. Schutte, W.
sEELLL INDUSTRY, TS, 1-2. Hepin. no. 177-178 ol
e [Freabaction Engincerlng Committee) of the Vereia
Ooutschor Eisenhiitenleute. (1961} [20p.
Order from SLA $1.60 61-18854

Trans. of Staht und Risuny {Germany) 1940, v. 60,
24 kv, p!1068-1G75 and § DS, P 1107-311%

DISCRIFTORS: *iron industry, *Steel induntry,
Induetrial prosuciion, Ores, Cast lron, ®Locomotives,
franspartation, *Management engineering, labor,
Materlaln, Blast furnaces, Malntenance, *Statistical
analysis, Safety.

{Mutatiurgy, TT. v. 6, no. 12) Otico of Tochairel Sosvites

A "
PPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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St of Wear of Cemented Cl!pldnl, by W. Dewihl.
QERMAN, per, Stebl und Eisen, Vol 1XI, 1941.

—

Brutcher Ir 1105

]
A
5
|
5
!
!

Sclentific - Min/hetals $3.60 W

/3,030

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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61-18552
gy, Albert L. de and Haemers, Hermann,

RAFID ELESTROLYTIC PROCESS FOR THE ETCH- 1. 5¥, A. L. de

POLISIING OF METAL SECTIONS [1961)7n. li. Haemers, H.

{17 figs. omitted) 13 rels.

Order [rom SLA $1.10 61-18552

Traas. of Stahl und [ascn (Germany) 1941, v 61,
20 Feb, po 185-187 and 14 Aug, . 777-778.

. DESCRIFTORS: *Electrolytic polishing, Electroero- . -,(.n
sive machining, *itiotoengraving, Carbon, *Steel, HEA AN \
Metal pokishes, Surfaces, Clesning, Electrolysis,
Acetic anhydrides, perchloric acid, ®Stainless steel,
eAluminum pohishes, Ethanols, Lthers, Alloys, Elec-
trochenustry.

(lln.;mccrm;',--Chcnnc.'ll. TT, v. 0, no. 1) Otftce of Tochaisel Sorvines

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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1y brelats
Saevdpusus Casting, by 0. Possoy. WL

QIBMAY, por, Gtabl u Bisan, 2% Apy 1941,

Pritigh Iron and 8tssl Ind
{(no nuamber given)

faf -~ Hegy
Bop 55

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR REL :
EASE: Tuesday, July 01, 2003 CIA-RDP91-00929R0001003
60031-8

61-18537
Howahr, Ernst.

THE ROLLING OF HEAVY AND MEDIUM PLATES. 1. Howahr, E.

Rept. no. 162 of the Rolling-Mill Committee of the 11. Title: Verein...

Verein Deutscher Eisenhiittenleute. 119611 {261p.

10 refs.

Order from SLA $2.60 61-18537

Trans. of Q1 rmany) 1941, v. 6L,

23 Jan, p- 73-83 and 30 Jan, p. 100~-107.

DESCRIPTORS: *Metal plates, *Armor plate,
Processing, *Rolling mills, Design.

Development of the four -high mill from the two-high
and three-high mili, i.¢€-, the combination of &
two-high mili as 3 roughing stand with a four -high
mill as a finishing srand, describing details of design
and the Jdevelopment of the mechanical and the
electrical components. {Author)

(Metallurgy, TT, v- 7, 10 1 Office of Tockaica! Serdlcer

APPROVED FOR REL :
EASE: Tuesday, July 01, 2003 CIA-RDP91-00929R0001003
60031-8



APPROVED FOR :
RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

61-18521
Hauttmann, Hubert.

HARDER BASIC BESSEMER STRUCTURAL STEEL 1. Hauttmann, H.
KILLED WITH SILICON AND ALUMINIUM. Rept. 1. Title: Verein. ..
no. 532 of the [Materials Commiitee] of the Verein
Deutscher Elsenhlitrgnleute. [1961] {23]p. (42 figs.
omitted) 16 refs.

d Order from SLA $2.60 61-1852)

Trans. of Stahl und Eiscn (Germany) 1941, v. _61,

& Feb, p. 109-130 ame 13 Feb, p. 164-170.

DESCRIPTORS: *Steel, Mechanical properties,
*Silicon, *Aluminum, Metallurgy.

Applicability for structural purpofies of a steel with a

tengile strength of at least 48 kg. per sq. mm. Dis-
advantages of the old steel St48 and their elimination

f by lowering the carbon content, by deoxidising with
silicon and aluminium, and by raising the manganese
content. Examinationof various rolled products de- Oifice of Technlcal Services
(Metallurgy—-Fcrrous Metals, TT, v. 7, no. 1Xover)

APPROVED FOR :
RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR REL :
EASE: Tuesday, July 01, 2003 CIA-RDP91-00929R0001003
60031-8

THE USE OF CHROMIUM IN THE PRODUCTION OF
STEEL: [WITH DISCUSSION].  Rept. 1o 381 of the
Steelworks Committee] of the yerein Deutscher
Eisenhuttenleute.  Aug 41 [19]p.

Order from SLA $1.60 61-18536

Trans. of Stah! und Eisen {Cermany) 1941, v. o

27 Feb, p. 01-210.

1)Es(j1111!]‘0|{5; »greel imdustry, s{pdustrial productiony
oxdation, Open hearth furnaces, sRecovery, Slags,
Cast iron, Ore, Prucessiig, *Chromium, Nickel,
Carbon, Matallurgical analysis.

Contents:

The oxidation oss of chromium n the basic opeii-
heartn furnace, by Max Hauck

The behaviour of Ciromium in the basic open-hearth )
furnace, by Georg Rockruhr. Ofice of Technicel Services

(Un.‘mnnun;ud)

APPROVED FOR REL :
EASE: Tuesday, July 01, 2003 CIA-RDP91-00929R0001003
60031-8
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61-18501
sendttachoender, Max,

T GAS TURMINE IN IRON AND STEEL WORKS. 1. Shattschneider, M.

Ned. no, 39 of the [Machinery Committee] of the

Vereis Dentscher Bisenbifeenieute,  [19611 [13)p.

1 rei,

Order from SILA $1. 00 ¢t-18561

Trans, o Stahl und Eisen (Germany) 1941, v. 61,
EENRTORF NS i ¥ it

DESCRIPTORS: *See) industry, *lron industry, Eco-
pones, *Gas furbines, Design, Weste gases, Turbo-
suescharyers, Blowers, Heating plants, Blast fur-
naces, Steam, Generators.

(Moclunery--kngines, TT, v. 0, 6o, 12) Othee ot Tachaseal Services

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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60-18207

. Steel Inxdustry- - Equipment

Norbert.
A STUDY OF THE DURARILITY OF STEELWORKS . Castings--Lifc expectancy
. Hengstenberg, O.

INGOT MOULDS. Repe. no, 3R3 of the Stahlwerksaun-

schusxs [Steelworks Committee] of the Verein . Knchansa, K.

Do scher Eisenhiienleute. [May 46) 22p. (2 figs. Bermk, N.
omutted) 10 rets, : . . Title: Verein...
Order from SLA mi$2.70, ph$d. 80 60-18267

lHengstenber g, (o, Knehans, Karl, and Berndt,

Trans. of Stahl und Eisen (Germany) 1941, v. &1

{no. 20} p. 489-398. T ,
142,193

(4 rannonneed)

L

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

©1-18525
Qberle, Ho
THE NEW ORE-MIXING PLANT OF THE BUDERUS' I. Oberia, H.
SCHE EISENWERKE AT THE SOVHIENHUTTE IN
WETZLAR, Repl, oo, 198 of the Blast Furnace Com-
mittee of the [Vereln Deutscher Elsenhittenleute).
{1901] [13]p. (S figs. omitted) 3 refs.
Order from SLA $1.60 61-18525

Trons, of Slanlund Eisen (Germenay) 1941, v. 61,
29 Moy, P 329-53%

DESCRIVTORS: *Ores, Deposits, *Blast turnaces,
Automatic, *lron industry, Industrial production, n-
distrial plants, *Cast o, Mutadlurgy,

(Metallurgy, TT, v. 6, no. 12) Othics of Tethaical Sorvicor

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

b1-18529

Kok, Hehect and Klotzbaci, Gllnter.
Sl Op TG HYDROGEN CONTENT, HYDRO-
GUN PRESFABILILY AMD HYDROGEN SOLUBILITY
ON FLANE FURMATION IN SIEEL. Rept. 542 ol
the [.\‘laucrinls Comnuttee] of the Verein Deutscher
Lesenitctenlente, {1901 [30). {4 figs. omited)
58 reds.

Order {rot SLA §.00 61-13529

1. Title; Flake formation
1. Dennck, H.

ft. Klazbach, G.

. Title: Veran ..,

Feons, of Gant und Easen {Germany) 1941, v, 01,
19 June, . 397606 and 26 June, p. 024-050.

RN A
e 4

DESCRLTTORS: *Steel, *Hydrogen, Chemical reacs
Lons, Muaallurgical analysis, Permeabilicy, Solutul-
iny.

(Mosallurgy -~ Ferrous Metals, 1T, v. 4, no. {2) GHues af Techaicol Sorvices

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003

CIA-RDP91-00929R000100360031-8

Hoflmuna, Kurt.
MATERIAL FUil STEELWORKS INGOT MOULDS.
Rept. na. 385 of the [Steclworks Committee] of the
Veretn Deutscher Etsenbltienlcute, (1961 Sp. llrcls.
Order from SLA $1.10 61-18563

Trans. of Stahl und !Lis:m (Germany) 1941, v. 61,

19 June, . GOG-60F

DESCRIPTORS: *Castings, *Steel industry, *Molding
*materlais, *Cast fron, Fallure (Mechanics),
Thermal stresses, Alloys, Additives, Hardness,
Fracture (Mechanics), Heat restlstant alloys, Chemi-
cal analysis, Phade tranaitions, [ron, Ores.

(Mctallurgy, TT, v. 6, no. 12),

APPROVED FOR RELEASE: Tuesday, July 01, 2003

61-18563

1. Hoftmann, K.

Office of Tachaleel Borvlcan

CIA-RDP91-00929R000100360031-8
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61-18528

andrenyomt, Lduard amd Schrader, [lans.

T COMBINED EFFECT OF HYDROGEN ALD 1. Houdremont, E.
CrrESkES ON THE FORMATION OF HAIR-LINE 1I. Schrader, H.
CRACKS, Ruept. no. 546 of the [Materials Committee] L Title: Vereln...
of the Veron Destscher Eisenhilitenleute. {19e1] 13k
(RN omitied) 25 refs, :

Order from 5UA $1, 60 61-18528

Trans. of Sahl und»]i_lgﬂ((}crmnny) 1941, v. 61, -
4 v, P 47653 -

DESCRIPTORS: *iiydrofen Stresses, Transformations.
ageel, Metablurpical analysis, Cooling. impuritles,
Gases, *Fracture (Muchanics)

{(Metallurgy - -Ferrous Metals, TT, v. 6, no.12) GHice ol Tocknicel Servicon

APPROVED FO :
R RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

6118565
Hahn, 8. .
THE ARRANGEMENT AND OPERATION OF A PAN 1. Hahn, &.
CINTERING PLANT TYPE GHUi-AlB, Rept, no. 199 . Tule: Verein...
of the Bast-Furance Commitiee of the Vereln Deut-
schier Liscubttuedeme, [1961) (8lp. (3 figs. omlitted).
Order from SLA $1.10 61-18565

Trans. of Stahl und Eigen (Germany) 1941, v. 01,
3 july, po 654-638.

DESCRIPTORS: *Sintering, *Blnst furnaces, *Cres,
Design, Mixtures, *lrow industry, Holsts, Locomo=
{ive crones, Conveyors, Industrial equipment, *Sin-
ters, Waoste gases, Bluwers.

(Metallurgy, TT, v. 6, no 12; OHice of Teshaicel Jorvices

R

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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61-18524
Howlremont, Eduard and Schrader, Hans.
TiE DANGER OF HAIR<LINE CRACK FORMATION 1. Howdremont, E.
DGE O THE TAKING-UT OF HYDROGEN IN THE {1, Schrader, H.
COURSE OF THE MANUFACTURE OF STEEL 1. Title: Vereln...
[ANDY DIMCUSSION (SLIGHTLY ABRIDGED). Rept.
no. 547 of the [Materiala Committee] of the Vereln
Deutscher Eeeahttenteute. [1961] [28]p. (52 figs.
omitted) 45 rotu,
Grder from SiA 52,60 61-18524

Trans. of Stahl und Elgen (Germany) 1941, v. 61,
10 July, p. 671-680. ,
DESCRIFTONS: *Fraciure {Mcechanics), *Steel, leat
treatpient, Anncaling, *Hydrogen, Slags, Impuritics,
sy hearth furnaces, *Induction furnaces

(Metallurgy, TT, v. 6, no. 12) OHice of Tochales! Sorvices

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

: 61-18%7
Kol eiwl, fduard and tetler, aul Alexander.
HYIROCEN AS AN ALLOYING ELES {ENT IN 1. Howlremont, E.
sriEL AND CAST IRON, Rept, no. 549 of the 1. Heller, P AL
[Materials Committee] of the Vercin Deutscher 1L, Title: Verein ...
Lanenhilienicute.,  [1961) (9)p. (6 fizs. omitted)
13 reis.
Urder from SLA $1.10 61-185067

7 Ause o T50-759. .
DESCRLTTORS: *liydrogen, *Cast lros, *1ron alloys,
escecl, Transtarautiog 1ardenabllity, Anncallng,
Processing, Industrial production, Eutectics.

{(\aablurgy, T Ve 6, o, 12) DHics ot Tochniesl Servicor

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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61-18559

~ Henoeberp, Walter,
ELECTRON- MICROSCOPE, SUPERMICROSCOPE AND {. licnneberg, W.
METALLURGICAL RESEARCH, Rept, no. $53 of the U. Title: Yerein.,.
Im‘m wats Commuttes] of the Vereln Deatscher Eisen-

\Lrienleute,  {1961] [18]p. (40 figs. omittad) 68 refs.
wruer trom SLA $L00 61-18559

Trons, of fal!tum fasen (Germany) 1941, v, 61,
1 Augy e F09-770.

DESCRIPTORS: *Electron microscopes, Photographic
analysis, Llectron beams, Instrumentation, *Electron
microscopy, *Metallurgical analysls, Electrostatics,
Focuslng Microstructure, Surfaces, Mctals,

(Metallurgy=-Stcuctural, TT, V. 6, no. 12) Ohice of Techaicol Sorvicas

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

61-18500
e, Larh
DUATGN ARD OPERATION OF TiIE GREDINAGALT . Schrapp, C.
HING PVANT AT THE JULIENHUTTE, Rept. il. Title; Verein ...
] ol the Blast-Furnace Comantiee uf the Yerown
scher isonntiraneute, {1901) (Lo, (4 figs.
untted) 3 rels,

Urade from SLA £ G0 61-18500

‘Trans. o Stial und Ersen {Germaay) 1941, v, 61,
PN URANTA DI K2 | P

DI HEPTORS: Design, Operation, Industrial plants,
esaiering, Shlast furnaces, sCalcite, *Doloinite,
Moarais,

(2 cinnery - -Manufacanin g, Tr, v. 6, no, 12) Oitrce ot Techaiesl Jorvices

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8

61-13564
Hauttiann, Hubert,
IEASIC BESSEMER STEEL KULLED WEHT) SILKCON 1. Thlc: Bessemer process
AND ALUMINIUM FOR SHIPS' RIVETS, (l%l](llb. 1. Hauttrmann, H.

{ g omted) 4 refs.

Order frosm SLA $1. 60 61-18564

Trans. of srahl und Elsen (Germany) 1941, v. 61,
26 Aug, p. 501-506.

DESCRIPIORS: Upen hearth furnacen, *Stecd, Mochantd
cal propernuies, Silicon, Aluminum, Deoxidatlon,
*teiforeiny steel; Blast furnaces, Blowers, Chemicall
analysts, hetallurgy, *Ship platcs, *Rivete, Sheets,
Metal sCTews,

Qlfce of Tochaleol Sorvices

{Metallurgy, TT, v. 6, no. 12)

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360031-8
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61-10469

Daw.ll, v,
Tite SCLENTIFIC AND TECHNICAL PRINCIPLES OF
PFOWDLR METALLURGY AND [TS SPHERE Qr Ap-
PLICATION. [1561] [19)0. (4 figs. omitted) 140 refs.
Oraer Stom SLA $1.00 61-13469

1. Dawilhl, W.

Frivese W shabibaund {38 o (Germany) 1941, v. 0l,
2.0t e S99,

DESCRIFTORS: *Powder metallurgy, *Sintering, *Sin-
tered alloys, *owder aliays, Liquid metals, hachine
fig, Magaetic alloys, Mechanical propertics, Ciem- (4 [ NRY :1
scal propesues, *Sinterad iron, Matallurgy, Steel i i

eustry, lroa industry.

(Maabivrgy, 3T, Ve 6, wo. 12) Qlica of Techalcol Sorvices
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v

V

The Development of fhe Open-Heorth Process at Witkow
by Allred Rotter, 39 pv.

GERMAN, per, Stahl und Eigepn, Vol LXI, 9 Oct 1941,
op $29-937, 1670t I§E‘I‘, PP 949-956.

SeLeA. Tr 969/1955

Sei - Minerals/Metals ~y
Mar 1957 CT8/dex 30,2 23
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The Production of Steel From Pig Iroa and
Scrlp, b’ ﬂ- M.ﬂo

GERMAN, per, Stshl und Eisea, Vol IXI, Fo 13,
19%1, e

Brutcher Tr 1559

Scieatific - Nin/Metels $3.h0

/3943 =
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61-18538
Loanrleky, k\m.lln
UOMATERIALS COI\TA[\I\U CHROME L Konoplcky, K.
£0. J76 of the [S ok Conantinte ] IL Twle: Verein, ..
X.ono. TR of the [M‘Itur(n’s Committee] of the
Vereis Datseher Eiseabletenteute, [1961] (17 fo.
379 rets,
Order frum 304 $i. 60 61-18538

Treas. «f Saxl und Elsen (Germany) 1941, v, 61,
X S

1o Jan, p. 53°
DESCRIPTORS: *Refractory materials, *Brick. Pro-

cuction, Paysical propertied, Chromium compounds,
Oxiges, Qres,

(Materials--Refractorles, TT, v. 6, no. 11) Office of Tethnical Services
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68-18493
Kauchtuchischwili, Michacl.
THik, FRODUGTION OF PG IRON IN THE LOW- 1. Kauchtachlachwlli, M.
SHAFT BELECTRIC FURNACE. [1961) 6p, 7 refs.
Order from SLa $1.10 61-18493

Truns. of Stahl und Elsen (Germany) 1941, v. 61,
14 Nov, p.o 1033-1035. 7

DESCRIFTURS: *Cost irun, *Induction heating,
Smeitiag, lrom, Ores, *Reel, *Electric arcs,
*ilectric (urnaces, Purnacus.,

W haicai
{Metallurgy, TT, v. 6, no. 12 Ofice sl Tachaieel Jurvicon
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Fev Aviwus Plate Rolling #111, by ¥, Muakey,
BE{HS

GFRAN, :x.r. Btahl u Bigen, flo Lo, b
pp 120L.230% -

1%ich Iron and Steel Ind
{20 nuxbeor given)

: J\.Engr
> 975 ‘gﬂj/
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Recent Dweimentl in the Production of Bintered
Iron-Nickel-Alumsimm Alloys, by W.

Magnets of
Rotop . '

OERMAN, per, Stehl u Rdsen, Vol LXT, & Dee 10b1,
rp 1105-1109. 7

ASLIB-GB39

92, 7/7
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Buchholtz, Herbert and Pusch. Richard.
CONTRIBUTION TO TRANSCRYSTALLINE STRESS
FISSURE CORROSION OF STEEL (Beltrag zur
Transkristallinen Spannungsrisskorrosion yon Stahl).
{1963] (34p} (foreign taxt included) Brefs

Order from SLA $3.60 63-20155

Trans. of Stahl und Elsen {Germany) 1942, v. 62,
. 2, po 21-30 (Vereln Deutacher Flsenhlittenleute.

Bericht-568).

DESCRIPTORS: *Steel, sCorrosion, *Hydrocyanc
aclda, Fracture (Mechanics), Xress, Cryatals,
Corroaion inhibidon, Aluminum coatings, Zinc
coatings, 9Gas cylindera.

An lnvestigation was made of hydrocyandc acid @s an
essential cause of transcrystalline stress flseure
corroslon In pressure gas botdes. Research on the
{nfluence of the concentration and dme of action of
(Mot s sy U rosion, T, v 10, no. 1 {overd

APPROVED FOR RELEASE: Tuesday, July 01, 2003

CIA-RDP91-00929R000100360031-8

63-20153
1. Buchholtz, H.

1. Pusch, R.
nl. Verein... Bericht-568

OMice of Techsics Jervices
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6118553
Maurer, Bduard, Wiims, Oneo Heinz, and
Kiessler, Huns. . Maurer, E.

LEFECT OF P JUSPHIORUS AND OF YARIOUS . Wilme, O. H

LOYING EEEMENTS ON THE TEMPER GRITTLE-1M . Kiessler, H.

LSS AND HEAT EABRITTLEMENT OF STRUC- . Title: Vercln. .

TURAL STR:L Repte e §74 of the [Materials

Comnatie o] o the Yeram Deutscher Efsenhiitenleute.

R e omitted) 28 refs.

Ordor from S0 $3,60 61-18533

Sy i
Teann. of Sthl und Eisen {Germany) 1942, v. 62, o .
p. b1-89 ant YECE P, 115-116.

ERIRNINIES *U'hosjHur s, egree], Heat treatment,
Lol rusietant alloys, aechanical propertics, Cooling.
Futectics, Anncaling, Contral, lnduction heating.
Carpon, Sensttivity, Hardening, Alloys.

(M..-z.ullmg--Slrucmral. TT, v. b, no. 12) OHico of Tethaical Sarvices

APPROVED FOR RE :
LEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360!
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Grilig, fhichard, . .
.E\I I .T‘ LAWY [T 'l"Uh;‘u\Lh hl..»\(?
l.‘.. L G MLNT INDUS IRY. {19:!] {3l (LG
RYTTACH E LSRN . sz
L,‘;'l.l:r Jronn SLA S0 61-18!

e A - ]
pras, o Sahl und Eusen (Gevmany) 1947, v. 02,
A, AR A

L al o tisast [h aces, *Si0S, 'Ccmu.\ll‘s, '
i..“.;n.u'.:-l Sraduction, Catalysts, Grinders, hawchoes,
[ a3t

(.‘.'.uc.nh, rr, v. &, no 1
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61-18502

1. Grun, R.

OHice of Tochotial Sorvices
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o
vt

Jdote on the Bistory of Reactive Wire Draving, by
Y. Blobel.

CETMAN, Otshl und Eisen, Vol LXTI, 1952, p b3B.

et

Brutchor Tr Ko 106

Scientific - Min/Netals- e $1.00

/Y 965
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Operation of Basic High Frequency Furnace, by
¥. Botteanberg, P. Bardenbeuer.

OBRMAK, Er,,suhl und Eisen, Vol IXIT, 9%,

e

pp T3~

Brutcher Tr 1389

Scientific -~ Min/Metals $1.20

13, Péd
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Pump for Handling Molten Metals Buch as Zinc,
by Walter Urbahn, 1 D. p

GERMAN, per, Stahl und Bisen, Vol IXII, Jul 19?2.
8IA Tr T61/1955

Sei - Min/Met

g0,

57
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61-18550
Guthunann, Kurt.

Thik UTILISED HEATING SURFACE OF CHECKERS | 1. Guthmaan, K.
N THE REGENERATOR CHAMBERS OF OPEN- il. Titles Vereln...
HEARTH FURNACES, tr. by W. Goldsbrough. Reft.
. il ol the [Stevlworks Committee] and no. 308 of
the {Fual secnion) of the Vereln Deutpcher Elsen-
hutendeute. (19611 31D (2 fign. omitted) 16 rels,
Order from SLA $1.60 61-18550

Trans. of Stakl und Eisun (Germany) 1942, v. 62,

10 Sy pe 774-T15.

1R SCRIFTORS: ¢Opun hearth furnaces, *Steel
industry, Waste gases, Hleat exchanguers, Temperas
ture, Melting, siirick, *Ruiractory materials,
Metallurgy, Gis {}ow, Eahaust gasca.

(Mutallur &y, T, v. 6, no. 12y : OHice ol Tachsirel Sorvicer

APPROVED FOR REL :
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61-18492

Kiler, Frits, shler, F.
e ILAING TOGETHER OF BUSIHY STEEL 1. Kenler. F
TURRNINGS IN A FURNACE. [l‘)(ll] Ip.

Order from SLA $l. 10 61-18492
ceans. of Sahland Eisen {Germany) 1942,
a9k, D 921923

v, 02,

egecl, Metallurgy, Refrac-
Brick, Metals, lron compounds,

ry materials,
omides, *Blast furnaces, Oven hearth furnaces.

DESCRITORS: Meltlag,

-Furrous Metals, TT, V- 6, no. 12) Otico of Tochaieed Jarvives

(Metailur iy

APPROVED FOR :
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Dehler, Hermann.
COMPACTED MAGNETS WITH A SYNTHETIC
RESIN BINDER, &l%l] 6p. 3 rets. 6118471
Order from SLA $1.10

Trans. of Stah und Elsen (Germany) 1942, v. 62,
p. 963-985. —

DESCRIPTORS: *Magnets., Production, Physical
properties, Plastics, Binders.

(Physics--Magnetism, TT, v. 6, no. 10)
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L Dehler, H
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61-18483
Altpter, taler.

THE REMDVAL AND TH: TAKING-UP OF NITRO- . Altpeter, W,

GEN IN STEEL BATHS 1N Tt BASIC ARG . Tule: Vereln...

FURNACE, Rept. no. 404 of the [Steelworks Commit-

tee] of the Verein Dvutsclier Eiscnhuttenleute. [1961)

10 9 refs.

Order from SLA $1.10 61-1R483

Trans. of Stuhl und Eisen (Germany) 1942, v. 62,
26 Nov, p. 997-100L.

DESCRIPTORS: *Steel industry, *lectric arca,
*Nitrogun, Oandation, Degasificatlon, Liquids, Slage,
Reduction, Oren, Melting, *Seel, Eutectles.

{Mutallurgy, TT. V. 6, no. 12) Office of Techaicol Yorvicen
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61-18484
Pusch, AL

STATISFICAL INVESTIGATIONS ON FIE CAUSES 1. Pusch, A.

OF FRACTURES IN TYRES AND RAILS JAND] RE- 1. Tile: Yercin, ..

MAKKS CONTRIGUITED BY R. [ONAGE, Rept.

no. 609 of the [Materials Committee] of the Verom

Dot scher Elserhuttenleute. [1961} 17p. {37 ligs-

amtted) 16 refn.

Qrder ivom SLA $1.60 61-18484

Tean, of Sl und bigen (Germany) 1942, V. 62,
3be, p. 102721033,

DESCRITTONS: *Fracture {Muchanics), Statistical
anslysia, Yliren, *Locomudlves, *Railroad tracks,
Rantoad cars, Ratlrotds, ALochamcdd properies,
Life evpectancy, Corrosion, Stresnes, Grains
(Mutaliurgy), Fatigue (Mochanica), Transportation.

(Mctallur-,;y--suuctural. TT, v. 6, no. 12) Ofitee of Tochatcel Services
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